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[bookmark: _GoBack]AMENDMENT TO SPECIFICATION 3.33, CRACK REPAIR – SPRAY PATCH 


Subsection 3.33.4, PROCEDURE, is revised as follows:

i) Delete the second sentence in the first paragraph, reading “Generally, cracks with a width of less than 5 mm will not require repair.”

Subsection 3.33.5, SCHEDULE LIMITATION, is revised as follows:

ii) Delete the words, “minimum of two weeks” and replace with “minimum of 7 days”.
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